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ABSTRACT: The adsorption of CO on Pt nanoclusters grown in a
regular array on a template provided by the graphene/Ir(111) Moire ́
was investigated by means of infrared-visible sum frequency
generation vibronic spectroscopy, scanning tunneling microscopy,
X-ray photoelectron spectroscopy from ultrahigh vacuum to near-
ambient pressure, and ab initio simulations. Both terminally and
bridge bonded CO species populate nonequivalent sites of the
clusters, spanning from first to second-layer terraces to borders and
edges, depending on the particle size and morphology and on the
adsorption conditions. By combining experimental information and
the results of the simulations, we observe a significant restructuring
of the clusters. Additionally, above room temperature and at 0.1 mbar, Pt clusters catalyze the spillover of CO to the
underlying graphene/Ir(111) interface.
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Small metallic clusters are known to display structural,
electronic, and chemical properties that are peculiar with
respect to the corresponding bulk analogues.1,2 Quan-

tum-size effects may even yield nonmetallic behavior, and the
availability of reactive under-coordinated sites makes cluster-
based catalytic systems of widespread interest. In the case of
platinum, highly active and selective catalysts for the oxidation
of propane have been successfully engineered on SnO and
Al2O3 supports by exploiting few atom Pt nanoparticles.1 Pt
concave sites are found to be very active for oxygen reduction,
while isolated single Pt atoms play an important role in CO
oxidation and in water−gas shift reactions.3−5 For these
applications, the practical realization of stable systems with
very precise control on the clusters size distribution is
extremely important.6 In this view, the support has a
fundamental role for the growth and anchoring of the metal
particles, and important research efforts are dedicated to the
investigation of optimal templates within the families of both
oxides and supported graphene (GR).7,8 More specifically, the
weakly interacting GR/Ir(111) system is one of the most

studied models since the Moire-́induced geometric and
chemical corrugation of GR, caused by the lattice mismatch
with the underlying Ir termination, provides an optimal
template on which metal particles can be grown in an
essentially regular hexagonal array. Physical vapor deposition
of Pt atoms at room temperature yields a self-assembled cluster
lattice, with particles adsorbed in the hcp sites of the GR Moire ́
unit cell and stable up to 400 K for small sizes and up to 650 K
for large sized particles.7,9 Deposition of 0.05 ML Pt/GR/
Ir(111) yields the development in the C 1s core level spectra of
a broad shoulder at the higher binding energy side of the main
graphene peak.10 The GR sheet undergoes deformation due to
the cluster pinning, yielding a sp2 to sp3 rehybridization of GR
carbon atoms squeezed at the Pt−Ir interface.11 The main
graphene C 1s peak is also shifted by +50 meV with respect to
the bare sheet, due to Pt doping. Upon exposing the clusters to
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10 L of CO, the rehybridization shoulder diminishes in
intensity, and the main C 1s peak shifts back to its original
position. Clusters formed by <10 atoms are unstable upon CO
sticking and diffuse and coalesce, yielding a Smoluchowski
ripening effect.10 A time-resolved investigation reveals that the
aforementioned changes in the spectroscopic signals set in
already before the onset of clusters mobility. Therefore, CO
adsorption influences the graphene rehybridization beneath the
clusters before sintering. However, it is found that CO
adsorption at on-top Pt sites does not compete for the same
electronic density involved in the binding of Pt to the GR
support, which takes place through the Pt(5d3z2−r2)-C(2pz)
interaction. Instead, density functional theory (DFT) calcu-
lations ascribe the observed mobility to the adsorption of CO
in bridge Pt sites at the borders of the clusters. However,
population of bridge sites was not observed under ultrahigh
vacuum (UHV) conditions,10 at variance with the Pt/GR/
Rh(111) case,12 thus leaving this issue partly unsolved. X-ray
diffraction measurements of the Pt/GR/Ir(111) system upon
exposure to 10−7 mbar CO followed by 10−6 mbar O2 show a
CO-induced reversible breathing-like transformation of the
nanoparticles.13 Due to the applicative potential of GR-

supported Pt catalysts, the morphological changes induced by
adsorption are a crucial issue and have therefore been
thoroughly investigated under vacuum conditions,7,10,12−14

while for Pt single crystal terminations, CO adsorption has
been investigated also in the near-ambient pressure (NAP)
regime.15,16

In the present paper, we report a combined spectroscopic,
microscopic, and theoretical investigation of the adsorption of
CO on the Pt clusters grown on GR/Ir(111) at pressures from
UHV up to 1 mbar. We provide evidence for the adsorption of
CO in both top and bridge configurations on Pt clusters, with
the population of several nonequivalent sites, spanning from
first to second-layer terraces to borders and edges, depending
on the particle size and morphology and on the adsorption
conditions. Upon heating above 420 K, CO spillover to the
underlying Ir(111) surface is observed, catalyzed by the
presence of the Pt particles.

RESULTS AND DISCUSSION

The Pt/GR/Ir(111) system is already well-known in literature
and has been experimentally and theoretically investigated by

Figure 1. Selected STM images collected at 77 K after depositing Pt at room temperature on a single graphene layer on Ir(111). Pt loadings
span from 0.05 to 1.5 ML (from left to right), and different image sizes are shown (from top to bottom: 50 × 50, 25 × 25, and 7 × 7 nm2,
respectively; Vbias = +1.0 V, I = 20−100 pA depending on image). In the bottom panel, corresponding size distributions (cluster size
frequencies) are shown as obtained upon averaging the whole STM image data set: continuous lines represent fitting curves with Gaussian
profiles (position and width of the peaks are reported in the text labels).

2

http://dx.doi.org/10.1021/acsnano.6b07876


means of a number of techniques.7−13 In order to thoroughly
characterize the ordered array of Pt nanoparticles for the
adsorption of CO, we first applied the known growth recipes by
evaporating Pt atoms from the physical vapor phase on the
graphene Moire ́ at room temperature. Different methods for
the calibration of the Pt coverage were adopted, depending on
the experimental setup (details in the Methods section). By
means of STM, we characterized the size distributions of the
clusters for selected Pt loadings, namely 0.05, 0.09, 0.25, 0.75,
and 1.5 ML (throughout the manuscript, the monolayer
coverage calibration refers to the underlying Ir(111) metal
surface). Our results are both qualitatively and quantitatively in
agreement with recent literature concerning the cluster
morphology and the Moire ́ filling factor,14 thus providing a
reliable starting point for the characterization at NAP
conditions. In Figure 1, we plot a set of STM images with
different lateral scales (from top to bottom: 50 × 50, 25 × 25,
and 7 × 7 nm2) for the five coverage values, together with the
distributions of the cluster dimensions (bottom). The actual
number of atoms was obtained in the following way: the
apparent volume of each cluster, which depends on the shape
and the electronic structure of the cluster itself and of the STM
tip, was extracted by means of 2D profiling and z-cutting of the
images, followed by a renormalization to the nominal Pt
coverage. The latter was calibrated by imaging Pt ad-islands on
the bare Ir(111) clean surface, in analogy to previous
literature.8 For Pt loadings below a quarter of a monolayer,
the cluster size distribution is found to be unimodal, with a
single peak at 7 and 9 atoms per cluster for 0.05 and 0.09 ML
Pt, respectively (Figure 1, bottom, and Figure 2c). The Moire ́
filling factor (Figure 2a) grows rapidly to 80%, and the
superlattice mainly consists of single-layer clusters (Figure 2b).
At 0.25 ML, 1- and 2-layer clusters coexist, with (average) sizes
of 14 and 30 atoms, respectively, and almost saturate the Moire,́
the distribution of the sizes becoming bimodal. This peculiar
feature of the cluster size distribution was not reported in
previous literature.10,14 Interestingly, each of the families of the
largest clusters (0.25, 0.75, and 1.5 ML Pt) shows a size
distribution with two peaks, the second positioned at about
twice the size of the first one (as evident both in Figure 1,
bottom, and in Figure 2d). This suggests that the largest
clusters for each Pt loading originate from the coalescence of
two adjacent smaller particles. The dashed line in Figure 2d
indicates the nominal cluster size as a function of the Pt
coverage, i.e., the number of Pt atoms forming the clusters in
the case in which all the clusters were identical with a unity
Moire ́ filling factor. If the nominal size for small clusters is
rescaled with the observed, experimental filling factor, the
agreement between expected and measured average size is
excellent. Indeed, we get coincident expected and experimental
average cluster sizes of 7 and 9 atoms for 0.05 and 0.09 ML Pt,
respectively. For 0.25 ML Pt, we get instead 21 atoms, which is
about the average between the observed experimental sizes of
the bimodal distribution (14 and 30 atoms). From the ab initio
calculations in the reduced models we found that for Ptn
nanoclusters with n > 7, the aggregation in the hcp region is
preferred (by 0.2 eV for Pt9: Eads hcp = 10.43 eV, Eads fcc = 10.23
eV), but for smaller nanoclusters, there is no preference
between the two regions. These findings suggest high mobility
of very small Pt aggregates and are consistent with the absence
of nanoclusters with n < 5 in the experimental observation,
even at very low coverage. From the experiments at 0.75 ML,
100% of the Moire ́ hcp sites are mostly populated by 2-layer

clusters, assuming evident hexagonal shape in an extremely
regular array of 60-atom particles. At the highest investigated
coverage (1.5 ML), coalescence between clusters growing in
adjacent cells is dominant and evident from the images, yielding
large particles with on average 140 and up to 300 atoms.
Comparison between 1- and 2-layer configurations has been
computationally carried out for clusters of various size. In line
with the experimental observations, it has been found that there
is a preference for 1-layer arrangement in aggregates with n <
20 (Figure 2c). Considering an initially spherical Pt13 cluster on
GR/Ir(111), a simple structural optimization procedure yields a
flattening of the cluster, confirming therefore the tendency of
small Pt particles to wet graphene (see Figure S2 in the

Figure 2. (a) Moire ́ filling factor prior and after exposure of the Pt
clusters to 10 L CO at room temperature. (b) Cluster height
population of the bare Pt clusters (the bars are intended to start
from zero and have been overlapped). (c) Fully relaxed DFT
models for clusters of 7, 9, 19, and 31 Pt atoms on GR/Ir(111);
color legend: Ir, white; GR, green; and Pt, brownish (tone
depending on height and layer). (d) Nominal (see text for details)
and measured average clusters sizes; the latter were obtained from
the distributions plotted in the bottom panel of Figure 1; data
obtained from STM images.
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Supporting Information). As a selected example of larger
clusters, Pt31 has been simulated in a 2-layer arrangement,
consisting of a first layer of 19 and a second layer of 12 atoms,
as previously described.13 At variance with the most recent
calculations,13 a full DFT optimization has been performed,
which, interestingly, gives a relaxed structure that well compares
with the model used to fit surface X-ray diffraction data,13 with
a strong pinning of the graphene toward the substrate (see
Figure S3 in the Supporting Information).
Exposure of the former superstructures to 10 L of CO (1 ×

10−7 mbar) at room temperature yields CO adsorption at the
particles and mobility enhancement, thus promoting further
coalescence. The filling factor decreases to almost half of the
initial value for the smallest clusters, while larger particles are
less influenced (Figure 2a). Consequently, the average particle
size grows to 20−25 Pt atoms for the 0.05−0.25 ML coverage
arrays. In Figure 3, selected STM images of the CO-covered Pt

clusters are shown for three Pt loadings. A regular structural
pattern can be observed on the surface of the clusters (Figure 3,
insets), showing hexagonal symmetry with a lattice constant
reducing progressively from 5.0 to 4.0 Å with growing cluster
size (from 0.05 to 1.5 ML Pt, respectively). On the basis of
previous observations on Pt single crystal surfaces, we conclude
that the pattern is associated with CO molecules adsorbed at
terminal Pt sites in a (√3 × √3)R30°-CO superstructure with
a local CO coverage of 0.33 ML.17 The DFT simulation of a 31
Pt atom cluster, structurally relaxed in the hcp adsorption
region on the graphene Moire ́ and covered with 8 CO
molecules adsorbed at Pt in on-top configuration of both the
surface layer and edge sites, is reported in the top panel of
Figure 4. The adsorption of CO induces a buckling in the
cluster’s structure and repulsive dipole interactions between the
ad-molecules yield a tilt of the molecular axes, thus explaining
the larger O−O distances measured on small clusters with
respect to CO islands on extended (111) facets, and also in line
with the observed ripening of the Cu(111) termination upon
exposure to high CO pressures.18 The agreement between the
experimental and simulated STM image can be appreciated
from the figure, where the CO superstructure cell is highlighted
in orange. A less bright halo surrounds the clusters in the
observed STM image. Interestingly, our simulated images
reproduce also this feature: some molecules adsorb in bridge
sites across the first and second Pt layers, pointing laterally and
therefore appearing lower and darker than those adsorbed in
top sites in the uppermost Pt layer and forming the brighter
(√3 × √3)R30° superstructure.
Computationally, we extensively investigated the effect of

CO adsorption at nanoclusters of different size. As selected

examples, we show in Figure 5 the DFT optimized structures of
Pt4 (top) and Pt19 (bottom) clusters for increasing CO
coverage (from left to right). The calculated adsorption energy
Eads referred to one CO molecule is also reported in Figure 5.
For high CO coverage on Pt19, a sizable reduction of Eads is
found, from 2.28 to 1.64 eV, due to intermolecular repulsion.
Much smaller variations are found in case of Pt4, from 2.00 to
2.13 eV at most, since the CO molecules have enough space to
tilt and reduce their mutual repulsion. For CO adsorption on
the Pt(111) single crystal surface, we obtain Eads values ranging
from 2.06 (zero coverage limit) down to 1.8 and 1.39 eV, in
case of 0.5 and 1.0 ML (full coverage), respectively. Therefore,
the presence of the GR/Ir(111) support seems to improve the
affinity of Pt with respect to CO, yielding an overbinding effect.
The adsorption of a single CO molecule on free-standing Pt
nanoclusters has been investigated by DFT also in previous
works that report Eads values from 2.09 to 2.84 eV, depending
on the cluster size, shape, specific adsorption site, and
exchange−correlation functionals.19,20 Our calculations for
supported Pt4 nanoclusters show that its structure is almost
unaffected by CO adsorption (Figure 5, top panels). The axes
of the CO molecules are not perpendicular to the surface, and
for growing coverage, the CO−CO dipole repulsion increases
the deviation from the normal. Pt19 is almost flat in absence of
CO, and the adsorption of a molecule does not have relevant
effects on the cluster shape, apart from a local lifting of the CO
bonded Pt atoms (Figure 5, lower panels). However, the
scenario changes with the adsorption of more molecules. When
12 CO molecules are adsorbed, the cluster is restructured,
assuming a dome shape, with the central Pt atoms pulled up.

Figure 3. STM images collected at 77 K after exposure of the Pt
clusters to 10 L CO at room temperature (pCO = 10−7 mbar). Insets
(zoomed) show selected clusters with enhanced color contrast to
highlight the CO-induced corrugation [25 × 25 nm2, Vbias = +0.1 V,
I = 50 pA].

Figure 4. Comparison between experimental STM imaging of CO-
covered Pt clusters (large image) and DFT simulations (upper
panel, left) of a 31 atoms Pt cluster hosting 8 CO molecules. The
upper panel on the right shows a model (top and side views) of the
fully relaxed cluster structure, including the graphene sheet and the
underlying Ir(111) terminal layer; the orange parallelograms
indicate the (√3 × √3)R30°-CO unit cell (see text for details).
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The effect is even more evident with the adsorption of 17 CO
molecules. The restructuring reduces the number of Pt atoms
bonded to graphene, making the nanocluster−graphene
interaction weaker. The strong affinity of Pt toward CO may
explain the overall energy gain upon CO adsorption and
reconstruction of nanoclusters, overcompensating the removal
of Pt−GR bonds. As a rule of thumb, while the average strength
of the Pt−GR bond is of the order of 1 eV in a flat nanocluster
of 5 to 21 atoms, the average adsorption energy of CO is about
twice (from 1.6 to 2.2 eV depending on the CO coverage, see
Figure 5). The repulsion between the adsorbed CO molecules
may induce the nanocluster restructuring, since a dome-like
shape allows larger CO−CO distances and tilting with respect
the adsorption on a perfectly flat Pt island. The d states of Pt
and s and p orbitals of C (both in GR and from CO molecules)
are mainly involved in the binding. The most significant change
upon CO adsorption occurs for the d states of the Pt atoms
pulled up and detached from GR, being shifted toward lower
energies (see Supporting Information for further details). We
can therefore argue that the mechanism described above is
likely to cause an increased mobility and consequently the
observed Smoluchowski ripening. The peculiar shape of
restructured nanoclusters allows the adsorption of CO in
different configurations, mainly in nonequivalent top sites (with
Pt atoms that are either directly bound to graphene or not) and
in bridge sites, as in the case of the Pt31 nanoclusters with
intermediate CO coverage (Figure 4, top panel). This result
provides a qualitative rationale for the different peaks in SFG
spectra that will be discussed in the following.
IR-vis SFG vibronic spectroscopy measurements of the C−O

stretching resonance were performed in situ upon exposure of
the ordered Pt clusters at room temperature to CO pressures
progressively increasing from 10−8 to 1 mbar. Figure 6 displays
the SFG data together with the best fit and the deconvolution
of the resonances according to the procedure described in the

Methods section. Four nonequivalent stretching modes (Pi, i =
1−4), corresponding to CO molecules adsorbed in non-
equivalent sites, are observed, depending on the adsorption
conditions. Two vibrational features are observed for the lowest
Pt coverage (0.05 ML) in 10−8 mbar CO: P2 at ω2 = 1975
(green) and P3 at ω3 = 2039 cm−1 (violet), blue-shifting with
increasing pressure up to 2000 and 2071 cm−1, respectively. At
first glance, a single broad and dispersive spectral feature may
be used for the best fit of the observed SFG intensity
modulation. However, it is found that two features are
necessary to accurately reproduce the experimental data, thus
confirming the presence of two distinct contributions. In
addition, a third peak, P1 (yellow), with very low intensity and
dispersive line shape is observed at ω1 = 1845 cm−1. A
significant Gaussian broadening of the whole spectrum is also
found (σ = 25 cm−1), suggesting a consistent structural and
chemical inhomogeneity, in agreement with the STM measure-
ments. A similar situation is observed also for 0.09 ML Pt, with
ω1 = 1871 cm−1, ω2 = 1969−1993 cm−1, and ω3 = 2041−2057
cm−1, respectively, while the Gaussian broadening reduces to σ
= 15 cm−1. At 0.25 ML Pt, a fourth feature P4 (red) appears in
the ω4 = 2076−2087 cm−1 range, depending on the CO
pressure, and the inhomogeneity contribution further decreases
to σ = 11 cm−1. The intensity of the fourth resonance increases
by almost 1 order of magnitude when further increasing the Pt
cluster size up to 1.5 ML, while no additional features appear.
As a general trend, the line shape analysis of the IR-vis SFG
signal reveals a relevant weakening of the observed Gaussian
broadening, from 25 down to 7 cm−1, for increasing Pt loading
(see Figure S4, left, in the Supporting Information). This is in
agreement with the STM images that show an increased degree
of order of the superlattice for larger particles. In addition,
higher CO pressures yield a typical, progressive blue-shift of the
stretching features (see Figure S5), consistent with a denser
CO phase at the clusters’ surface and with the CO-induced

Figure 5. Fully relaxed DFT models for clusters of (a−d) 4 and (e−h) 19 atoms at increasing CO coverage (from left to right, specifically: 0, 1,
3, 4 CO on Pt4 and 0, 1, 12, 17 CO on Pt19); color legend: Ir, white; GR, green; Pt, brownish (tone depending on height); C in CO, yellow;
and O in CO, red. The average CO-Pt binding energy is also reported.
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coalescence of adjacent particles. The values of the best fitting
parameters of the data plotted in Figure 6 are reported in the
Supporting Information (Tables S1−S5), while the line
positions and the assignment of the SFG resonances are
reported in Table 1. The position of the resonances can provide
precious information about the strength of the CO bonding to
the metal and thus about the adsorption site. Upon adsorption

on Pt, the C−O stretching frequency is red-shifted with respect
to the gas-phase value, due to the weakening of the C−O
molecular bond. This is readily understood on the basis of the
bonding mechanism, well described within the framework of
the Blyholder model.21−23 The hybridized states between CO
and Pt originate from the σ electron donation from the 5σ
orbital of CO to the vacant 6sp conduction band of Pt and from

Figure 6. IR-vis SFG spectra in the C−O stretching region collected at room temperature in situ for increasing Pt cluster size (from a to e) and
for increasing CO pressure (from bottom to top in each of the panels) spanning from UHV to NAP conditions. Data (gray dots) and the
results of the least-squares fitting (blue lines) are shown. Color-filled curves represent deconvoluted intensity modulations with respect to the
nonresonant background (see text for further details). The labeling and color mapping of the deconvolution are shown in the bottom left part
of the figure, together with pictorial models for the nonequivalent CO adsorption sites [λVis = 532 nm; ppp polarization].
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the π back-donation from the 5d of Pt to the vacant
antibonding 2π* orbital of CO. The latter is mainly responsible
for the weakening of the C−O bond and hence the red-shift
with respect to the resonance at 2170 cm−1 of free CO.21 In the
case of adsorption on Pt, a simple model can be obtained by
considering the coordination number. The lower the Pt
coordination number, the stronger the Pt−CO interaction,
thus the stronger the electron back-donation and the weaker
the C−O bond.22 On the basis of the above considerations and
with reference to established literature, we then attribute the
highest energy feature P4 to CO molecules adsorbed on top of
Pt atoms in the middle of (111) terraces on multilayer clusters
(Pt−Pt coordination 9).24−29 Indeed, P4 grows for Pt loadings
higher than 0.25 ML, when 2-layer clusters start growing.
Consequently, we associate P3 with CO at on top Pt sites of
(111) terraces of single-layer clusters (Pt−Pt coordination 6) at
0.05 and 0.09 ML Pt coverage. For thicker clusters, we attribute
this feature to CO adsorbed on top of edge Pt atoms at the
borders of the first layer of the cluster (Pt−Pt coordination

number 7).26−28 P2 instead gives a negligible contribution to
SFG spectra from small clusters, while its intensity grows for
higher Pt loadings. By applying the same reasoning, we
conclude that it is due to CO molecules on top of the edge Pt
atoms on single-layer clusters and of corner atoms on
multilayer clusters (Pt−Pt coordination 4 and 3).22 Lastly, P1
is the lowest energy feature that we observe, almost exclusively
for high CO pressures and with growing intensity for larger
cluster sizes. Under high CO coverage conditions (>0.5 ML),
CO adsorbs on (111) terraces forming a c(4 × 2) super-
structure, so that bridge sites also get populated.17,26,29 For CO
adsorbed in this configuration, both the IR and Raman cross
sections are smaller, thus explaining the lower intensity with
respect to molecules at terminal Pt sites.29 We therefore
attribute P1 to CO molecules at bridge Pt sites. The population
of differently coordinated sites was observed by means of XPS
also in the case of CO adsorption at low temperature under
UHV conditions on Pt clusters grown on GR/Rh(111),12 thus
further supporting our assignments. In our SFG spectra, we

Table 1. Positions of the C−O Stretching Resonances Together with Literature Referencing and Proposed Assignmenta

aModels of the adsorption sites are depicted in the last column and are intended as exemplificative only.

Figure 7. Phase of the IR-vis SFG C−O stretching resonances with respect to the nonresonant background for different cluster sizes as a
function of CO pressure at room temperature (left), sample temperature in 0.1 mbar CO (center), and as a function of the cluster size at
different CO pressures (right).
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observe that the positions of the vibrational features associated
with on top CO experience a monotonous blue-shift for
increasing CO pressure (Figure S5 in the Supporting
Information), similar to the case of CO adsorption on a
Pt(111) surface,17,30 due to dipole−dipole coupling between
adjacent molecules. In parallel, progressively larger (111) facets
associated with CO-induced ripening of the clusters10 yield a
more homogeneous system and smaller Gaussian contributions
to the spectral inhomogeneity broadening (Figure S4, left, in
the Supporting Information). From the fitting procedure, the
phase of the resonances with respect to the nonresonant
background can also be obtained. As mentioned in the Methods
section, in homodyne SFG, the identification of the line shape
parameters is not unique, but once a first set of parameters is
obtained, the 2N−1 − 1 remaining sets can be mathematically
extracted in a straightforward way.31 In Figure 7, we therefore
plot the relative phase φ4 as a function of the system and
adsorption pressure and φ4 together with φ5 as a function of
the temperature (details in the following). As it can be directly
observed also by eye when looking at the raw SFG spectra, we
measure a clockwise rotation of the phase for increasing CO
pressure, temperature, and cluster size, thus with the
progressive formation of larger (111) Pt facets. If we exclude
geometric contributions due to a change in the average
orientation of the CO dipole, this effect may by associated with
the electronic transition that is involved in the resonant SFG
vibronic process. This issue has already been investigated by
means of doubly resonant SFG spectroscopy on the CO/
Pt(111) system,21 and the charge-transfer state associated with
the C−O stretching mode was found to be at 2.51 eV, with a
bandwidth of 0.83 eV, thus close to and compatible with our
visible beam excitation (532 nm, 2.33 eV). The resonance
involves the transition from the 5d to the 6sp orbital of Pt
hybridized with the 5σ orbital of CO. Therefore, changes in the
Pt electronic configuration due to cluster restructuring may be
indirectly reflected in the apparent resonance’s phase. The
latter may be interpreted as a spectroscopic fingerprint of the
dispersion and ripening of the clusters’ superlattice when CO is
exploited as a probe molecule. The influence of finite-size
effects on the SFG signal, in relation with the interference of
the resonant and nonresonant contributions, was already
observed for CO adsorption on palladium clusters.32,33 In
particular, in that case, by changing the visible beam wavelength
and thus by moving the excitation energy with respect to the
electronic resonance, a consistent relative phase change was
measured. Here, by changing the clusters’ size, instead of
changing the photon, we change the energy of the system’s
plasmonic resonance.34

When heating the system above room temperature in 0.1
mbar CO, several changes are observed in the SFG spectra. In
Figure 8 we plot the C−O stretching region measured in the
300−575 K range for 0.05 (left) and 0.25 ML (right) of Pt on
graphene. Starting from 425 K, the P4 component (red) is
replaced by P5 (light red), with a noticeable phase change and
with a burst in amplitude (notice that the spectra at 500 and
575 K have been divided by two in order to fit into the panel),
showing a red-shift of about 50 cm−1 down to the 2040−2057
cm−1 range, depending on the conditions. While the phase shift
mostly occurs at low temperature (Figure 7, central panel), the
red-shift of the peak is more gradual with temperature. The first
effect can be ascribed to a change in the electronic structure of
the adsorption site, compatible with the spillover of CO from
the Pt clusters to the Ir surface, while the red-shift is associated

with temperature-related anharmonic coupling with the CO
frustrated translation modes,35 as already observed for CO/
Ir(111), where the C−O stretching mode is observed in the
2063−2079 cm−1 interval,36 close to the values we find here.
The intensity burst of P5 may instead be associated with the
progressive growth of densely packed CO islands at the Ir(111)
surface, as observed in the case of CO intercalation at the GR/
Ir interface.37 CO adsorption on Pt (111) islands at near-
ambient pressure conditions would instead yield a sharp
resonance at about 2100 cm−1, thus at higher energy.15,24 In
parallel, in the case of the large clusters, a new and broader
component (P6, cyan) grows at about 1880 cm−1, most
probably associated with thermal induced loss of registry and
inhomogeneity of CO in bridge Pt sites.24 In order to better
understand the observed behavior, we also collected NAP-XPS
spectra. In Figure 9 we plot the C 1s (a and b) and Pt 4f7/2
regions (c) measured at room temperature (bottom) and at
420 K (top) in 0.1 mbar CO on the bare graphene (a) and on
the 0.25 ML Pt on graphene systems (b and c). In the former
case, no CO adsorption occurs, and there is no evident change
upon heating in the C 1s line shape at 284.1 eV associated with
graphene, apart from an increased Gaussian broadening due to
thermal effects. No C−O stretching features are observed in the
SFG spectra either. Since CO does not stick on graphene, this
indicates that a perfect and complete graphene single layer was
grown and that no CO intercalation occurred. Indeed, when the
graphene sheet is defective or incomplete, small molecules like
CO and O2 have been observed to intercalate and adsorb at the
underlying Ir(111) surface at near-ambient pressure con-

Figure 8. IR-vis SFG spectra in the C−O stretching region collected
in situ at 0.1 mbar CO as a function of the sample temperature for
0.05 ML (left) and 0.25 ML Pt (right), respectively [λVis = 532 nm;
ppp polarization].
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ditions.37,38 When the Pt clusters are present (Figure 9b,
bottom), instead, a broad rehybridization shoulder appears in
the C 1s spectrum at higher binding energy (yellow peak), at
the expense of the intensity of the peak at 284.1 eV. This is in
remarkable agreement with CO adsorption on the same system
under UHV conditions.14 The broad feature is attributed to the
nonequivalent sp3 C atoms of graphene in between the Pt
clusters and the underlying iridium surface.10,11,13,14 Upon
heating, we observe a −0.3 eV shift of the main graphene
component (284.1 eV) to lower binding energy (283.8 eV),
while the high binding energy feature is not visible any more
(the best fitting parameters are reported in Table S8 in the
Supporting Information). A shift of −0.3 eV of the graphene C
1s peak has already been observed at near-ambient pressure in
the case of intercalation of CO between the graphene and the
Ir(111) surface, where the (3√3 × 3√3)R30°-CO/Ir(111)
superstructure is formed.37,39 We thus conclude that, upon
annealing, Pt catalyzes the intercalation of CO to the
underlying metal surface. Consistently, we find that the C 1s
feature at 286.3 eV associated with CO (see Figure S6 in the
Supporting Information) grows in intensity upon annealing
from room temperature to 420 K. Pt 4f7/2 core level spectra
collected in situ provide further insight (Figure 9c). It is already
known that the geometric and chemical inhomogeneity of Pt
atoms combined in a small cluster structure show a progression
of different Pt 4f chemical shifts.11 Indeed, while Pt ad-islands
on the bare Ir(111) surface yield a single sharp contribution at
70.88 eV, in the case of a single layer 19 Pt atom cluster on the
graphene sheet, the spectrum spans 1 eV in binding energy,
with a principal contribution at about 70.8 eV. Adsorption of
CO on a nanostructured Pt surface at 10−1 mbar was found to
induce, besides the bulk Pt 4f7/2 component at 71.10 eV, the
growth of two spectroscopic features shifted by +0.60 and
+1.05 eV, associated with terrace and low-coordinated Pt atoms
bound to CO.16 A similar upshift of the Pt core level binding
energy upon adsorption of CO was already observed on our
same system under UHV conditions.14 As shown in Figure 9c,
the same components as in the case of the stepped Pt surface
were successfully used to deconvolve our Pt spectra (the fitting
parameters are reported in Table S9 in the Supporting
Information). It is important to note that the higher binding

energy components were found to grow in intensity with
increasing CO pressure from 10−9 to 10−1 mbar in the case of
CO-induced rippling of a single crystal Pt surface, yielding
nanometer-sized clusters.16 In the present case of Pt clusters on
the GR/Ir(111) template, upon annealing we observe a
decrease in the intensity of the core level shifted components,
compatible with a cluster coalescence process. It has indeed
already been shown, in the case of Rh clusters grown on the
same support,40 that a bulk-related metal core level component
is already observable for clusters of 60−80 atoms and accounts
for about 50% of the signal after temperature-induced
coalescence of 0.37 ML Rh clusters, thus supporting our
assignment of the 71.10 eV feature to bulk-coordinated Pt
atoms. The mechanism for CO intercalation is unexplained yet:
the increased intensity of the Pt 4f7/2 component at 71.10 eV at
the expense of the CO-induced features is compatible with the
formation of larger Pt agglomerates, while the graphene
network is catalytically opened to allow CO spillover to the
GR/Ir(111) interface. Remarkably, previous STM investiga-
tions have demonstrated that Pt clusters (0.25 ML Pt) are
stable on GR/Ir(111) up to 400 K, whereas coalescence sets in
for higher temperature.8 Cycles of CO adsorption at room
temperature followed by oxidation at 575 K on this system
under UHV conditions (10−7 mbar) have shown that the Pt
clusters undergo reversible shape changes, with a decreased
radius and increased thickness in the presence of CO with
respect to the clean system, in a breathing-like cycle.13 In any
case, no degradation of the underlying graphene sheet has been
observed under these vacuum conditions, at variance with our
near-ambient pressure experiments where Pt particles promote
diffusion of CO under the graphene sheet. Temperature-
induced cluster intercalation has been observed for strong
interacting graphene systems like GR on Ru, Ni, and Rh, but to
our knowledge, this was not observed at the Ir surface, even if a
possible role of gas-phase reactants was suggested.7 In the
present case, we observe the disappearance of the high binding
energy feature in the C 1s XPS spectrum of GR at 420 K
(Figure 9b), possibly indicating that the sp3 C atoms at the Pt−
Ir interface are not present any more or at least are reduced in
number. This may be a further confirmation that the CO−Pt
interaction is stronger than the Pt−GR interaction; the latter

Figure 9. NAP-XPS spectra in 0.1 mbar CO collected at room temperature (bottom) and at 420 K (top): C 1s region (a) from the bare
graphene sheet on Ir(111); and C 1s (b) and Pt 4f 7/2 (c) regions of Pt clusters (0.25 ML Pt on graphene) [hν = 1486.6 eV, PE = 10 eV].
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being further weakened upon adsorption of CO, similarly to
what was proposed under UHV conditions.14 Alternatively, it
may also be compatible with the intercalation of the Pt clusters
under GR, but further investigations are necessary to confirm
this latter interpretation.

CONCLUSIONS
We studied the adsorption of CO from UHV to near-ambient
pressure on a regular array of Pt nanoclusters supported by
graphene/Ir(111). By means of a combination of experimental
techniques (in situ nonlinear photon in−photon out spectros-
copy, photon in−electron out spectroscopy, and microscopy)
and numerical simulations based on ab initio methods, we find
that both terminally and bridge bonded CO species populate
nonequivalent sites of the clusters, spanning from first to
second-layer terraces to borders and edges, depending on the
particle size and morphology and on the adsorption conditions.
A significant restructuring of the clusters is observed upon CO
adsorption at room temperature, promoting particle sintering
for small clusters and reshaping for large ones. In the latter case,
Pt atoms in the center of the cluster are lifted upon binding
with CO, and a progressively lower Pt−Pt coordination is
observed for increasing CO coverage. Above room temperature,
Pt clusters catalyze the spillover of CO at 0.1 mbar to the
underlying graphene/Ir(111) interface.

METHODS
Experimental Section. IR-vis sum frequency generation vibronic

spectroscopy measurements were performed in a dedicated setup at
the Physics Department of the University of Trieste. A detailed
description of the system can be found elsewhere.36 A high-pressure
reactor is directly connected to an UHV system with a base pressure of
5 × 10−11 mbar, hosting standard techniques for surface preparation
and characterization. The reactor is equipped with a gas handling
system to control the CO pressure in the 10−9−10+1 mbar range. CO
was dosed from aluminum bottles through aluminum piping and brass
valves in order to avoid carbonyl contaminations. The inlet of the
infrared and visible beams, as well as the outlet of the SFG signal, are
provided by UHV-compatible BaF2 windows. The Ir(111) disc was
mounted and resistively heated by means of Ta wires. The excitation
source (EKSPLA) delivers a 532 nm visible beam and tunable IR
radiation in the 1000−4500 cm−1 range yielding, together with the
detection system, an ultimate energy resolution better than 6 cm−1.
After normalization to the IR and visible excitation intensities, the SFG
spectra were analyzed by least-squares fitting to a parametric, effective
expression of the nonlinear second-order susceptibility.31,36,41−44 The
expression (reported in the following) reproduces the observed
lineshapes, accounting for the resonant IR-vis vibronic transitions and
for the nonresonant background, and describing all the interference
terms:
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where ANRes and Ak account for the amplitudes of the nonresonant and
kth-resonant contributions, respectively, Δφk is the phase difference
between the kth-resonant and nonresonant signals, ωk is the energy
position of the line, and Γk its Lorentzian broadening that is related to
the dephasing rate, which in turn stems from the energy lifetime and
from the elastic dephasing of the excited vibronic state.45 In order to
account for inhomogeneity broadening, the line shape was also
convoluted with a Gaussian envelope.36,46−48 A best-fitting set of
parameters is known to be nonunique in homodyne SFG, since 2N−1

equivalent sets can be obtained when N resonances are present in the
spectrum. However, once an optimal set is extracted from the data by
least-squares fitting, the remaining equivalent sets can be easily

obtained mathematically.31 In the manuscript’s figures, we plot the
normalized SFG signal intensity (gray dots) together with the best fit
(blue lines). We also plot (color-filled curves) the intensity of each
resonance and its interference with the nonresonant background by
calculating, with the parameters obtained from the fitting procedure,
the following quantity:
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These plots directly put in evidence the amplitude and the relative
phase for each of the resonances. Further details can be found in our
previous work.36 In the present study, all spectra were collected in the
ppp polarization configuration (SFG-vis-IR).

Low-temperature scanning tunneling microscopy (LT-STM)
measurements were carried out at 77 K with an Omicron LT-STM
system. The microscope is hosted in a UHV chamber, operating at a
base pressure of 1 × 10−10 mbar. Images were collected in constant
current mode, with the bias applied to the sample and a grounded W
tip. STM images were analyzed by subtracting a background plane to
correct the sample tilting and by applying an appropriate affine
transformation to calibrate the lateral scale and compensate for
thermal drift effects.

Near-ambient pressure X-ray photoelectron spectroscopy (NAP-
XPS) measurements were performed in a commercial setup (SPECS
Surface Nano Analysis GmbH) at the Surface Science Laboratory of
the Charles University in Prague. Spectra were collected by means of a
Phoibos 150 hemispherical electron energy analyzer coupled with a
differentially pumped electrostatic prelens system. The reaction cell is
installed in the analysis chamber with a chamber-in-chamber design.
Monochromatized Al Kα radiation (1486.6 eV) was employed. All
spectra were collected with a pass energy of 10 eV. After normalization
to the low binding energy background, spectra were analyzed by least-
squares fitting of the data with Doniach−Šunjic ́ profiles,49 convoluted
with a Gaussian envelope to account for experimental resolution,
inhomogeneity, and thermal broadening. A linear background was also
accounted for. Binding energies were calibrated using the Ir 3d5/2 core
level as reference. A carbonyl cold trap was exploited to purify CO.

In all cases, the Ir(111) single crystal (Mateck) was cleaned by
standard cycles of Ar+/Ne+ sputtering and annealing in UHV,
alternated with oxygen treatments. Temperature was measured by
means of a K-type thermocouple. Graphene was grown by thermal
cracking of ethylene dosed from the background in vacuum, following
established recipes.50 In detail, after saturation with ethylene at room
temperature, the crystal was annealed to 1100 K. At 1100 K, an
ethylene background was introduced, and the temperature was further
increased up to 1300 K. A temperature cycle (1300−500−1300 K)
followed, always in ethylene background. The complete GR growth
treatment lasted 40 min. Platinum clusters were obtained by self-
assembly at room temperature upon physical vapor deposition from
the gas phase.8,13,51 Pt atoms were evaporated from a 0.2 mm
diameter, pure Pt wire that was resistively heated. Depending on the
setup, a precise quantification of the Pt coverage was obtained by (i)
calibration of the evaporator by means of a quartz micro balance
(SFG), (ii) the C 1s, Pt 4f, and Ir 3d core level intensities (XPS), and
(iii) a local calibration by means of imaging of Pt/Ir(111) ad-islands
(STM). The three methods yielded different Pt coverage calibration
accuracies, of the order of 10, 30, and 5%, respectively.

Theoretical. Quantum mechanical simulations were carried out in
the framework of DFT, using the Quantum ESPRESSO code,52 with
the generalized gradient approximation for the exchange−correlation
functional in the Perdew, Burke, and Ernzernhof parametrization
(GGA-PBE) using ultrasoft pseudopotentials.53 Semiempirical correc-
tions accounting for the van der Waals interactions, that have been
proved important to properly describe the binding of epitaxial
graphene with transition metals, are included with the DFT-D
approach.54 After convergence tests, we set a kinetic energy cutoff of
30 Ry for wave functions and of 300 Ry for the charge density basis
sets, and we used the Methfessel−Paxton smearing technique, with an
energy broadening of 0.02 Ry.55 The calculated equilibrium lattice
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parameters are 2.46 and 2.75 Å for graphene and for the Ir(111)
surface, respectively, in excellent agreement with previous works51 and
with the experimental values of 2.46 and 2.715 Å, respectively (the
latter derived from the bulk value).56 The Moire ́ structure of GR/
Ir(111) is modeled using a supercell with 10 × 10 GR unit cells on 9 ×
9 Ir surface (111) unit cells, with the in-plane parameter fixed at the Ir
value. The graphene layer is therefore stretched by only 0.6% with
respect to its equilibrium lattice constant. To reduce the computa-
tional effort, the Ir substrate is modeled with a 2-layer slab geometry,
for a total of 362 atoms included in the simulations. The repeated slabs
are separated by about 26 Å, a space large enough to accommodate
also the presence of clusters without introducing fictitious interactions
with repeated images. Γ-point sampling is used for Brillouin zone
integration. The interplanar distance between the terminal and second
Ir layers is 2.15 Å, kept fixed and derived from a full optimization of a 1
× 1 Ir(111) slab. The position of the graphene layer is also optimized:
in the absence of Pt, the result is an almost flat layer, with an average
distance from the substrate of 3.13 Å and a corrugation of about 0.3 Å.
The registry of the graphene layer with the substrate changes with
continuity in the different regions of the supercell. It can be
characterized by the relative position of the center of the hexagons
of graphene with respect to the Ir atoms of the substrate, as already
proposed in several previous works. In this way, fcc, hcp, and atop
regions can be identified, which correspond to hcp-top, fcc-top, and
fcc-hcp positions of the carbon atoms, respectively.56 Fcc and hcp
regions are the closest to the substrate, with a distance of 3.00 Å,
whereas the atop region is the most distant (3.25 Å). The model
details are reported in Figure S1 of the Supporting Information. Since
Pt deposition affects the graphene structure, with pinning effects
depending on the Pt loading, the graphene geometry is optimized in
each run.
For a series of calculations regarding small nanoclusters of various

sizes (up to 9 atoms) adsorbed in different regions of the Moire ́
structure and on different sites, we used reduced models to limit the
computational workload. In this view, we performed calculations in a
supercell with 5 × 5 GR unit cells stretched to match 5 × 5 Ir(111)
surface cells (see Figure S1, panel b); three different models have been
used, considering different registries between graphene and the
substrate in order to mimic the nonequivalent fcc, hcp, and atop
regions. For the reduced models, a 3-layer slab of Ir has been always
used. We checked that the results do not change significantly if only 2
layers are considered, therefore validating that choice for the full
model. The Brillouin zone was sampled using a 2 × 2 × 1
Monkhorst−Pack grid,57 centered at the Γ-point. For symmetry
reasons, in the reduced models, the epitaxial graphene without
adsorbed nanoclusters is perfectly flat, with a distance from the
substrate which is very close to the one obtained in the more realistic,
larger model. Even though the size constrains introduced in the
reduced models limit the possibility of deformation of graphene upon
nanocluster adsorption, some tests with the larger model confirm the
trends obtained.
In order to simulate STM images, we use the Tersoff−Hamman

approach,58 according to which the tunneling current is proportional
to the energy-integrated electronic local density of states (ILDOS).
Specifically, in order to better mimic the experimental STM images
acquired in a constant-current mode, we map an ILDOS iso-surface
instead of doing the conventional section on a plane parallel to the
surface that simulates a constant-height mode.
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Figure S1. (a) Optimized structure for the full model of the graphene Moiré on Ir(111) 

described by a GR(10 × 10)/Ir(9 × 9) supercell and (b) the reduced models for the HCP and 

FCC regions, described by two different GR(5 × 5)/Ir(5 × 5) supercells. The color scale of the 

C atoms in (a) maps the distance with respect to the Ir-substrate: the average graphene distance 

from the Ir substrate is 3.13 Å in the full model and 3.18 Å (constant value) in the reduced 

models. 

Figure S2. Initial configuration (a) of a spherical Pt13 nanocluster on GR/Ir(111) and its 

optimized structure after relaxation (b), suggesting the trend of nanoclusters with few Pt 

atoms to wet the GR layer. See caption of Figure S1 for the color scale. 
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Figure S3. Fully optimized structure of the 31 atoms Pt cluster on the HCP region of the 

Moiré. The 19 Pt atoms in the1st layer (red) host the 12 atoms in the 2nd layer (orange). 

Figure S4. Gaussian broadening of the IR-vis SFG resonances, obtained from the fitting 

procedure, as a function of the Pt clusters size at room temperature (left), and as a function of 

the temperature (right). 
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Figure S5. Blue-shift of the IR-vis SFG resonances as a function of the CO pressure for 

different clusters sizes. 

Figure S6. C 1s core level spectra in the CO region at 0.1 mbar CO for the 0.25 ML Pt/GR 

system. 
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Figure S7. Projected Density Of States (PDOS) for selected atoms of the Pt19 nanocluster with 

(right) and without (left) adsorbed CO molecules. Upper panels: Pt atom at the center of the 

nanocluster, which upon CO adsorption is pulled up and detached from graphene. Lower 

panels: C atom of graphene beneath that specific Pt atom. 
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Parameter 
CO Pressure (mbar) 

10-8 10-6 10-3 10-1 
100 

A(NR) (arb. units) 0.98 0.97 0.96 0.96 0.99 

Gauss  (cm-1) 24 24 27 24 24 

A1
(RES) (arb. units) - - - 0.93 0.93 

1 (°) - - - 312 312 

1 (cm-1) - - - 1845 1845 

1 (cm-1) - - - 7.2 7.2 

A2
(RES) (arb. units) 6.5 4.7 2.5 6.2 3.4 

2 (°) 253 253 253 253 253 

2 (cm-1) 1975 1965 2002 2000 1952 

2 (cm-1) 23 23 23 23 23 

A3
(RES) (arb. units) 19 18 19 19 17 

3 (°) 73 73 73 73 73 

3 (cm-1) 2039 2045 2051 2058 2071 

3 (cm-1) 24 24 24 24 24 

Table S1. 0.05 ML Pt as a function of the CO pressure at room temperature: best fitting 

parameters of the spectra shown in Figure 5. 

Parameter 
CO Pressure (mbar) 

10-8 10-6 10-3 10-1 
100 

A(NR) (arb. units) 0.99 0.99 1.0 1.0 0.99 

Gauss  (cm-1) 15 15 15 15 15 

A1
(RES) (arb. units) 2.1 0.67 1.3 2.2 1.5 

1 (°) 143 143 143 143 143 

1 (cm-1) 1871 1871 1871 1865 1877 

1 (cm-1) 7.2 7.2 7.2 7.2 7.2 

A2
(RES) (arb. units) 3.4 1.6 2.7 2.3 4.0 

2 (°) 272 272 272 272 272 

2 (cm-1) 1969 1950 1980 1990 1993 

2 (cm-1) 23 23 23 23 23 

A3
(RES) (arb. units) 15 17 15 15 14 

3 (°) 67.8 67.8 67.8 67.8 67.8 

3 (cm-1) 2041 2046 2049 2058 2057 

3 (cm-1) 22 22 22 22 22 

Table S2. 0.09 ML Pt as a function of the CO pressure at room temperature: best fitting 

parameters of the spectra shown in Figure 5. 
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Parameter 
CO Pressure (mbar) 

10-8 10-6 10-3 10-1 
100 

A(NR) (arb. units) 0.99 1.0 0.99 0.97 0.97 

Gauss  (cm-1) 11 9.7 10 11 11 

A1
(RES) (arb. units) - 0.22 - 1.2 1.6 

1 (°) - 9 - 9 9 

1 (cm-1) - 1856 - 1837 1833 

1 (cm-1) - 7.2 - 7.2 7.2 

A2
(RES) (arb. units) 9.1 9.4 8.6 8.6 7.4 

2 (°) 296 295 260 260 273 

2 (cm-1) 1982 1989 1982 1982 1992 

2 (cm-1) 23 24 21 21 21 

A3
(RES) (arb. units) 10 8.2 8.1 6.7 5.9 

3 (°) 63 68 68 68 87 

3 (cm-1) 2014 2015 2019 2030 2039 

3 (cm-1) 19 18 13 13 14 

A4
(RES) (arb. units) 13 16 16 12 12 

4 (°) 53 51 38 28 27 

4 (cm-1) 2076 2081 2082 2086 2086 

4 (cm-1) 18 18 16 12 12 

Table S3. 0.25 ML Pt as a function of the CO pressure at room temperature: best fitting 

parameters of the spectra shown in Figure 5. 

Parameter 
CO Pressure (mbar) 

10-8 10-6 10-3 10-1 
100 

A(NR) (arb. units) 1.03 1.03 0.97 0.90 0.93 

Gauss  (cm-1) 7.2 7.5 7.7 7.2 5.6 

A1
(RES) (arb. units) - 0.40 0.73 2.8 2.7 

1 (°) - 352 352 352 352 

1 (cm-1) - 1840 1840 1840 1841 

1 (cm-1) - 7.2 7.2 7.2 7.2 

A2
(RES) (arb. units) 16 18 19 19 15 

2 (°) 279 279 279 279 279 

2 (cm-1) 1989 1994 1996 2002 2007 

2 (cm-1) 23 23 23 23 23 

A3
(RES) (arb. units) 24 27 27 30 22 

3 (°) 229 229 229 229 229 

3 (cm-1) 2033 2035 2041 2048 2046 

3 (cm-1) 14 14 14 14 14 

A4
(RES) (arb. units) 52 46 47 51 59 

4 (°) 8 357 353 343 343 

4 (cm-1) 2068 2069 2074 2077 2079 

4 (cm-1) 17 14 13 13 16 

Table S4. 0.75 ML Pt as a function of the CO pressure at room temperature: best fitting 

parameters of the spectra shown in Figure 5. 
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Parameter 
CO Pressure (mbar) 

10-8 10-6 10-3 10-1 
100 

A(NR) (arb. units) 0.92 0.95 0.91 1.00 0.94 

Gauss  (cm-1) 6.7 6.5 7.1 7.0 7.0 

A1
(RES) (arb. units) - - - 13 13 

1 (°) - - - 65 65 

1 (cm-1) - - - 1850 1856 

1 (cm-1) - - - 22 22 

A2
(RES) (arb. units) 6.4 6.4 7.6 20 15 

2 (°) 351 351 351 351 351 

2 (cm-1) 2011 2011 2038 2035 2035 

2 (cm-1) 15 15 15 15 15 

A3
(RES) (arb. units) 21 18 26 63 23 

3 (°) 221 229 229 223 223 

3 (cm-1) 2030 2034 2045 2053 2057 

3 (cm-1) 7.6 8.5 8.5 15 15 

A4
(RES) (arb. units) 106 102 104 93 73 

4 (°) 348 344 344 343 343 

4 (cm-1) 2066 2069 2073 2081 2084 

4 (cm-1) 12 11 11 11 11 

Table S5. 1.5 ML Pt as a function of the CO pressure at room temperature: best fitting 

parameters of the spectra shown in Figure 5. 

Parameter 
Temperature (K) 

300 350 425 500 
575

A(NR) (arb. units) 1.00 0.98 1.00 1.00 1.00 

Gauss  (cm-1) 26 29 29 1.5 3.8 

A1
(RES) (arb. units) 0.93 0.93 5.0 16 - 

1 (°) 312 312 312 210 - 

1 (cm-1) 1850 1883 1889 1834 - 

1 (cm-1) 7.2 7.2 7.2 5.2 - 

A2
(RES) (arb. units) 5.5 4.7 12 2.0 0.61 

2 (°) 229 229 229 279 189 

2 (cm-1) 1984 1981 1956 1970 1946 

2 (cm-1) 23 23 23 24 24 

A3
(RES) (arb. units) 15 13 17 - - 

3 (°) 67.8 67.8 67.8 - - 

3 (cm-1) 2041 2046 2049 - - 

3 (cm-1) 22 22 22 - - 

A5
(RES) (arb. units) - - - 37 37 

5 (°) - - - 331 328 

5 (cm-1) - - - 2051 2043 

5 (cm-1) - - - 10 10 

Table S6. 0.05 ML Pt in 0.1 mbar CO as a function of temperature: best fitting parameters of 

the spectra shown in Figure 7. 
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Parameter 
Temperature (K) 

300 350 425 500 
575

A(NR) (arb. units) 1.00 1.00 1.05 1.04 1.04 

Gauss  (cm-1) 15 12 9.4 5.8 6.9 

A1
(RES) (arb. units) 2.0 - - - - 

1 (°) 9 - - - - 

1 (cm-1) 1838 - - - - 

1 (cm-1) 7 - - - - 

A2
(RES) (arb. units) 7.3 4.5 8.4 5.6 2.9 

2 (°) 280 280 283 291 261 

2 (cm-1) 1983 1975 1984 1983 1955 

2 (cm-1) 23 23 23 23 23 

A3
(RES) (arb. units) 10 10 7.0 - - 

3 (°) 61 61 61 - - 

3 (cm-1) 2036 2031 2024 - - 

3 (cm-1) 14 14 14 - - 

A4
(RES) (arb. units) 15 15 - - - 

4 (°) 70 35 - - - 

4 (cm-1) 2093 2076 - - - 

4 (cm-1) 15 11 - - - 

A5
(RES) (arb. units) - - 22 32 31 

5 (°) - - 347 340 334 

5 (cm-1) - - 2057 2050 2040 

5 (cm-1) - - 8.6 11 10 

A6
(RES) (arb. units) - - 6.8 6.6 7.4 

6 (°) - - 173 167 168 

6 (cm-1) - - 1870 1881 1879 

6 (cm-1) - - 22 22 25 

Table S7. 0.25 ML Pt in 0.1 mbar CO as a function of temperature: best fitting parameters of 

the spectra shown in Figure 7. 

Parameter 

System 

GR @ RT GR @ 420 K 0.25 ML Pt/GR 

@ RT 

0.25 ML Pt/GR 

@ 420 K 

Lor width (eV) 0.11 0.11 0.11 (0.23) 0.11 

Gauss width (eV) 0.40 0.47 0.40 (0.80) 0.41 

Asymm. 0.1 0.1 0.1 (0.0) 0.1 

Intensity (arb. units) 3.4 3.3 2.0 (0.8) 3.3 

BE (eV) 284.1 284.1 284.0 (284.2) 283.8 

Table S8. Fitting parameters of the C 1s core level spectra of graphene shown in Figure 9 

(values in parenthesis are related to the broad shoulder that develops at room temperature). 
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Parameter 

System 

0.25 ML Pt/GR 

@ RT 

0.25 ML Pt/GR 

@ 420 K 

Lor width (eV) 0.19 0.19 

Gauss width (eV) 0.58 0.58 

Asymm. 0.1 0.1 

Intensity (arb. units) 0.8 0.9 

BE (eV) 71.10 71.10 

Intensity (arb. units) 0.7 0.4 

BE (eV) 71.70 71.70 

Intensity (arb. units) 0.3 0.1 

BE (eV) 72.15 72.15 

Table S9. Fitting parameters of the Pt 4f7/2 core level spectra shown in Figure 9. 
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